
 

 

 

 

 

 

 

 

   

 

Appendix B – Specification to Material Index
 



     

   
   

  
    
     
   

 
       

    
   
    

  
  

   
      
      
 

     

  
    

   
     

     
     

       
     

  
     

   
     

    
     

   
   
    

    
     

   
    

   
     

   

   

Material to Specification Index Page 1 of 9 

2008 MD Standard Specifications for Construction and Materials 

000 - Special Provisions 
000 - Special Provisions 

000 
Precast Concrete, Walls CTD-25 
Traffic Control Materials, Specialty Items TOD-9 
Traffic Control Materials, Qualified & Temporary TOD-7 
Traffic Control Materials, Qualified TOD-5 
Surface Treatments ATD-11 
Asphalt Additives ATD-1 
SM Group 2 - General Approval With Certification SMPMD-11 
Precast Concrete, Prestressed and Structural CTD-23 
Pavement Marking Mat'l: Other SMPMD-4 
Pavement Marking Mat'l: Liquid Applied SMPMD-1 
Geosynthetic Materials, Other SATD-12 
Emulsified Asphalts, Other ATD-6 
Curing Compounds (Liquid Membrane) CTD-7 
Cement Materials and Bagged Mixtures, Group 3 CTD-4 
Cement Materials and Bagged Mixtures, Group 2 CTD-3 
Asphalt Mixtures ATD-2 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

100 - Preliminary 
104 - Maintenance of Traffic 

104 
Traffic Control Materials, Qualified TOD-5 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.03 - Temporary Raised Pavement Markers - RPMs 
Pavement Marking Mat'l: Non-Liquid and Preformed SMPMD-3 

104.04 - Temporary Concrete Traffic Barrier(TCB) for Maintenance of Traffic 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.06 - Tubular Markers 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.07 - Arrow Panel (AP) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.08 - Temporary Traffic Signs (TTS) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.09 - Temporary Traffic Barrier End Treatments 
Traffic Barrier End Treatments MMD-7 
Traffic Control Materials, Specialty Items TOD-9 

104.10 - Temporary Crash Cushion Sand Filled Plastic Barrels (SFPB) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.11 - Temporary Pavement Markings 
Traffic, Misc Services and Products TOD-10 

104.12 - Drums for Maintenance for Traffic 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.13 - Barricades for Maintenance of Traffic 
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Material to Specification Index Page 2 of 9 

2008 MD Standard Specifications for Construction and Materials 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.14 - Cones for Maintenance of Traffic 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.15 - Flagger 
Traffic, Misc Services and Products TOD-10 

104.17 - Temporary Movable Type Concrete Traffic Barrier (MCTB) 
Traffic Control Materials, Specialty Items TOD-9 

104.19 - Portable Variable Message Signs (PVMS) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.23 - Protection Vehicle (PV) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.25 - Radar Drone Warning System 
Traffic, Misc Services and Products TOD-10 

104.28 - Speed Display Trailer (SDT) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.29 - Truck Mounted Variable Message Sign (TVMS) 
Traffic Control Materials, Qualified & Temporary TOD-7 

104.30 - Portable Traffic Signals 
Traffic Control Materials, Qualified & Temporary TOD-7 

300 - Drainage 
305 - Miscellaneous Structures 

305 
Precast Concrete, Drainage Structures CTD-17 

305.03 - 
Precast Concrete, Pipe CTD-21 

400 - Structures 
410 - Piling 

410 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

420 - Portland Cement Concrete Structures 
420.02 - Materials 

Precast Concrete, Prestressed and Structural CTD-23 
430 - Metal Structures 

430 
SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

433 - Bridge Mounted Sign Supports 
433 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 
440 - Prestressed Concrete Beams and Slab Panels 

440 
Precast Concrete, Prestressed and Structural CTD-23 

450 - Retaining Walls 
450 

Contract Specified Material Systems MMD-2 
455 - Noise Barriers 
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Material to Specification Index Page 3 of 9 

2008 MD Standard Specifications for Construction and Materials 
455 

Precast Concrete, Walls CTD-25 
SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

460 - Expansion Joints in Structures 
460 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 
461 - Metal Railing 

461 
SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

465 - Fusion Bonded Powder Coatings for Metal 
465 

SM Group 9 - Qualified Facilities, Not Sourced SMPMD-23 

600 ­
605 - Metal Traffic Barriers 

605 
SM Group 6 - Qualified Facilities, Limited Review SMPMD-18 

606 - Permanent Traffic Barrier End Treatments 
606 

Traffic Barrier End Treatments MMD-7 

800 - Traffic 
802 - Galvanized Steel Beam Sign Posts 

802 
SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

803 - Overhead Sign Structures 
803 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 
811 - Electrical Hand Holes, Manholes, Pull and Junction Boxes 

811.02 - Materials 
Precast Concrete, Miscellaneous CTD-19 

813 - Signs 
813 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

900 - Materials 
901 - Aggregates 

901.01 - Aggregates 
Aggregate Materials, Controlled Mixtures SATD-1 
Aggregate Materials, Crushed Gradations SATD-3 
Aggregate Materials, Other Stone and Sand SATD-6 
Aggregate Materials, Source Material SATD-9 

902 - Portland Cement Concrete and Related Products 
902.03 - Portland Cement 

Cement Materials and Bagged Mixtures, Group 2 CTD-3 
Cement Materials and Bagged Mixtures, Group 4 CTD-5 

902.04 - Blended Hydraulic Cement 
Cement Materials and Bagged Mixtures, Group 4 CTD-5 
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Material to Specification Index
 Page 4 of 9 

2008 MD Standard Specifications for Construction and Materials 
902.05 - Masonry Cement
 

Cement Materials and Bagged Mixtures, Group 2 CTD-3
 
902.06 - Concrete Admixtures
 

Admixtures for Concrete CTD-1
 
Cement Materials and Bagged Mixtures, Group 4 CTD-5
 

902.07 - Portland Cement Concrete Curing Materials
 

Curing Compounds (Liquid Membrane) CTD-7
 
Miscellaneous Materials MMD-3
 

902.08 - Form Release Compounds
 

Form Release CTD-10
 
902.10 - Portland Cement Concrete
 

Portland Cement Concrete Mixtures CTD-13
 
902.11 - Mortar for Grout
 

Cement Materials and Bagged Mixtures, Group 1 CTD-2
 
Cement Materials and Bagged Mixtures, Group 3 CTD-4
 

902.12 - Linseed Oil
 
Concrete Deck Protection CTD-6
 

902.13 - Latex Modified Concrete (LMC)
 
Latex Emulsion CTD-11
 
Portland Cement Concrete Mixtures, Latex Modified CTD-15
 

902.14 - Rapid Hardening Cementitious Materials for Concrete Pavement Repairs 
Cement Materials and Bagged Mixtures, Group 1 CTD-2
 

903 - Masonry Products
 
903.01 - Sewer Brick 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
903.02 - Manhole Brick 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
903.03 - Building Brick 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
903.04 - Hollow Concrete Masonry Block 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
903.05 - Solid Concrete Masonry Block 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
903.06 - Mortar for Masonry 

Cement Materials and Bagged Mixtures, Group 2 CTD-3
 

904 - Performance Graded Asphalt Binders and Hot Mix Asphalt
 
904.02 - Performance Graded Asphalt Binders
 

Performance Graded Asphalt Binder ATD-9
 
904.03 - Emulsified Asphalts
 

Emulsified Asphalts, Other ATD-6
 
Emulsified Asphalts, Tack Coat ATD-7
 

904.04 - Hot Mix Asphalt (HMA)
 
Asphalt Additives ATD-1
 
Asphalt Mixtures ATD-2
 

904.05 - Gap Graded Stone Matrix Asphalt (GGSMA) 
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Material to Specification Index
 Page 5 of 9 

2008 MD Standard Specifications for Construction and Materials 
Asphalt Mixtures ATD-2
 

905 - Pipe
 
905
 

SM Group 2 - General Approval With Certification SMPMD-11
 
SM Group 1 - General Approval SMPMD-10
 

Precast Concrete, Pipe CTD-21
 

906 - Gabions 
906.01 - Wire for Gabions 

SM Group 2 - General Approval With Certification SMPMD-11 
907 - Piles and Pilings 

907.03 - Steel Bearing Piles 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

907.04 - Steel Sheet Piles 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

908 - Reinforcement Steel 
908
 

SM Group 7 - Qualified Facilities, Cert Review SMPMD-19
 
SM Group 9 - Qualified Facilities, Not Sourced SMPMD-23
 

908.04 - Sleeves for Dowel Bars in Pavement Expansion Joints
 

SM Group 2 - General Approval With Certification SMPMD-11
 
908.05 - Welded Steel Wire Fabric
 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21
 
908.09 - Tie Devices for Concrete Pavement
 

SM Group 3 - Evaluation Before Shipment SMPMD-13
 
908.10 - Steel Strand 

SM Group 3 - Evaluation Before Shipment SMPMD-13
 

909 - Metals
 
909
 

SM Group 2 - General Approval With Certification SMPMD-11
 
909.01 - Structural Steel
 

SM Group 3 - Evaluation Before Shipment SMPMD-13
 
909.02 - Steel for Miscellaneous Use
 

SM Group 2 - General Approval With Certification SMPMD-11
 
909.04 - Gray Iron Castings
 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21
 
909.05 - Steel Stud Shear Developers
 

SM Group 3 - Evaluation Before Shipment SMPMD-13
 
909.06 - Bolts, Nuts and Washers for General Use
 

SM Group 2 - General Approval With Certification SMPMD-11
 
909.07 - High Strength Bolts, Nuts and Washers
 

SM Group 2 - General Approval With Certification SMPMD-11
 
SM Group 3 - Evaluation Before Shipment SMPMD-13
 

909.08 - Anchor Bolts for Traffic Signals, Highway Lighting and Signs
 

SM Group 5 - Producer and Batch Data Tracked SMPMD-17
 
909.11 - Steel Forms 
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Material to Specification Index Page 6 of 9 

2008 MD Standard Specifications for Construction and Materials 
SM Group 2 - General Approval With Certification SMPMD-11 

910 - Bearings 
910.01 - Bronze or Copper Alloy Bearing and Expansion Plates 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 
910.02 - Structural Bearing Pads 

SM Group 7 - Qualified Facilities, Cert Review SMPMD-19 
SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

911 - Joints 
911.01 - Joint Sealer and Crack Filler 

Pavement Repair Materials ATD-8 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

911.02 - Preformed Joint Fillers 
SM Group 2 - General Approval With Certification SMPMD-11 

911.03 - Preformed Joint Inserts 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

911.04 - Preformed Polychloroprene Elstometric Compression Joint Seals 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

911.05 - Neoprene Strip Seals 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

911.06 - Sealer for Loop Detector 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

911.10 - Closed Cell Neoprene Spnoge Elastometer 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

911.11 - Drainage Troughs 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

912 - Coating Systems for Structural Steel 
912.05 - Paint Systems 

SM Group 7 - Qualified Facilities, Cert Review SMPMD-19 
913 - Waterproofing 

913.01 - Asphaltic Materials for Dampproofing and Waterproofing 
Sealers: Qualified Liquid Materials MMD-6 

913.02 - Primer for Use with Asphalt for Dampproofing and Waterproofing 
SM Group 2 - General Approval With Certification SMPMD-11 

913.03 - Fabric Saturated with Asphalt for Use in Waterproofing 
SM Group 2 - General Approval With Certification SMPMD-11 

913.04 - Dampproofing and Waterproofing Membrane 
SM Group 2 - General Approval With Certification SMPMD-11 

914 - Chain Link Fence 
914.01 - Chain Link Fencing Fabric 

SM Group 1 - General Approval SMPMD-10 
SM Group 3 - Evaluation Before Shipment SMPMD-13 

914.02 - Tie Wires, Line Post Clips, Tension Wires and Tension Wire Clips 
SM Group 2 - General Approval With Certification SMPMD-11 

915 - Production Plants 
915.02 - Hot Mix Asphalt (HMA) Plants 
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Material to Specification Index Page 7 of 9 

2008 MD Standard Specifications for Construction and Materials 
Asphalt Release ATD-5 

916 - Soil and Soil-Aggregate Borrow 
916.01 - Borrow Excavation 

Soil Materials, Fill Soil SATD-15 
917 - Miscellaneous Protective Coatings 

917.01 - Epoxy Protective Coatings for Concrete 
SM Group 7 - Qualified Facilities, Cert Review SMPMD-19 

917.02 - Fusion Bonded Epoxy Powder Coatings for Steel 
SM Group 9 - Qualified Facilities, Not Sourced SMPMD-23 

917.03 - Fusion Bonded Polyester Powder 
SM Group 9 - Qualified Facilities, Not Sourced SMPMD-23 

918 - Traffic Barriers 
918.02 - Traffic Barrier Posts 

SM Group 9 - Qualified Facilities, Not Sourced SMPMD-23 
920 - Landscaping Materials 

920.01 - Soils 
Soil Materials, Bioretention Soil Mix SATD-14 
Soil Materials, Furnished Topsoil SATD-17 
Soil Materials, Salvaged & Other Landscaping Soils SATD-18 

920.02 - Soil Amendments 
Soil Amendments LOD-11 

920.03 - Fertilizers 
Fertilizers LOD-3 

920.04 - Mulches 
Mulch LOD-6 

920.05 - Soil Stabilizing Matting 
Soil Stabilization Matting LOD-12 

920.06 - Seed and Terfgrass Sod Standards 
Seed and Sod, Standard Mixtures LOD-10 

920.07 - Plant Materials 
Plant Materials LOD-8 

920.09 - Water, Pesticides and Adjuvants 
Pesticides LOD-7 

921 - Miscellaneous 
921.02 - Moisture and Dust Control Agents 

Miscellaneous Chemical Materials CTD-12 
921.03 - Lime 

Cement Materials and Bagged Mixtures, Group 2 CTD-3 
921.04 - Epoxy Adhesives 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
921.05 - Structural Timber and Lumber 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
921.06 - Timber Preservatives 

Miscellaneous Chemical Materials CTD-12 
921.07 - Conduits 
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Material to Specification Index Page 8 of 9 

2008 MD Standard Specifications for Construction and Materials 
Traffic and Related Materials, Miscellaneous TOD-4 

921.09 - Geotextiles 
Geosynthetic Materials, Geotextiles SATD-11 

921.11 - Preformed Fiberglass 
SM Group 3 - Evaluation Before Shipment SMPMD-13 
SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 

921.12 - Concrete Stain 
Decorative Concrete Stains, Vertical Surface CTD-9 

923 - Slurry Seal 
923.05 - Mix Design Approval 

Surface Treatments ATD-11 
924 - Cold Patch Material (CPM) 

924 
Pavement Repair Materials ATD-8 

925 - Detectable Warning Surfaces 
925 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
SM Group 4 - Detectable Warning Surfaces SMPMD-16 

950 - Traffic Materials 
950.01 - Precast Concrete Traffic Barrier 

Precast Concrete, Miscellaneous CTD-19 
950.03 - Reflectorization of Signs and Channelizing Devices 

Reflective Sheeting TOD-3 
950.08 - Signs 

SM Group 8 - Qualified Facilities, Production Insp SMPMD-21 
950.09 - Steel Span Wire 

SM Group 3 - Evaluation Before Shipment SMPMD-13 
950.10 - Conduit 

Traffic and Related Materials, Miscellaneous TOD-4 
950.12 - Luminaries and Lamps 

Electrical Accessories TOD-1 
950.13 - Control and Distribution Equipment 

Electrical Accessories TOD-1 
950.15 - Traffic Signal Heads 

Electrical Accessories TOD-1 
951 ­

951.01 - NONTOXIC LEAD FREE WATERBORNE PAVEMENT MARKINGS 
Pavement Marking Mat'l: Other SMPMD-4 
Pavement Marking Mat'l: Liquid Applied SMPMD-1 

951.02 - LEAD FREE REFLECTIVE THERMOPLASTIC PAVEMENT MARKINGS 
Pavement Marking Mat'l: Liquid Applied SMPMD-1 
Pavement Marking Mat'l: Other SMPMD-4 

951.04 -
Pavement Marking Mat'l: Non-Liquid and Preformed SMPMD-3 
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Material to Specification Index Page 9 of 9
 

2008 MD Standard Specifications for Construction and Materials 
951.05 - SNOWPLOWABLE RAISED PAVEMENT MARKERS (SPRPM) AND RECESSED 
PAVEMENT MARKERS (RPM).
 

Pavement Marking Mat'l: Non-Liquid and Preformed SMPMD-3
 
Pavement Marking Mat'l: Other SMPMD-4
 

951.06 - HEAT APPLIED PERMANENT PREFORMED THERMOPLASTIC PAVEMENT 
MARKING MATERIAL
 

Pavement Marking Mat'l: Non-Liquid and Preformed SMPMD-3
 
951.07 - PERMANENT PREFORMED PATTERNED REFLECTIVE PAVEMENT (PPPRP) 
MARKING MATERIAL
 

Pavement Marking Mat'l: Non-Liquid and Preformed SMPMD-3
 
951.08 - FREE TWO COMPONENT EPOXY PAVEMENT MARKING MATERIALS
 

Pavement Marking Mat'l: Other SMPMD-4
 
Pavement Marking Mat'l: Liquid Applied SMPMD-1
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