
     

  

 

 

 

 

 

 

 

 

 
 

 

 

 

Type A - Water Reducing Agent List of Qualified Products 
Admixtures for Concrete 

Dosage Rates 

Product Producer Minimum Maximum Approval Date Recertification Date 

ADVA 140 M W.R. GRACE 3 9 07/20/2007 01/31/2018 

ADVA 190 W.R. GRACE 1.25 3.9 01/13/2009 01/31/2018 

CHEMSTRONG A Great Eastern Technologies, LLC. 3.0 4.0 03/19/2012 01/31/2018 

CHRYSOFLUID OPTIMA 203 CHRYSO INC 2 5 06/21/2007 01/31/2018 

CHRYSOPLAST 500 CHRYSO INC 3 8 06/21/2007 01/31/2018 

CHRYSOPLAST 850 CHRYSO INC 7.6 23 10/26/2004 01/31/2018 

EUCON HC Euclid Chemical Company 2.5 5 09/18/2000 01/31/2018 

EUCON NW Euclid Chemical Company 3 6 09/18/2000 01/31/2018 

EUCON WR 75 Euclid Chemical Company 2 3 04/03/1974 01/31/2018 

EUCON X15 Euclid Chemical Company 4 8 09/22/2000 01/31/2018 

EXP 950 W.R. GRACE 1 2.9 06/12/2008 01/31/2018 

KB-1200 General Resource 3 12 12/19/2014 01/31/2018 

MASTER GLENIUM 7500 (GLENIUM BASF ADMIXTURES 1.75 5 09/25/2008 01/31/2018 
7500) 

MASTER POLYHEED 997 BASF ADMIXTURES 3 10 01/21/1993 01/31/2018 
(POLYHEED 997) 

MASTERGLENIUM 3030 BASF ADMIXTURES 1.5 6 01/31/2006 01/31/2018 

MASTERPOZZOLITH 200 BASF ADMIXTURES 3 4 11/22/1999 01/31/2018 
(POZZOLITH 200 N) 

MASTERPOZZOLITH 322 BASF ADMIXTURES 3 7 09/13/1979 01/31/2018 
(POZZOLITH 322 N) 

PLASTOCRETE 161 SIKA Corporation 3 5 10/22/1973 01/31/2018 
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SIKAMENT AFM SIKA Corporation 3 5 08/13/2008 01/31/2018 

SIKAPLAST 500 SIKA Corporation 3.5 9.0 08/16/2012 01/31/2018 

VISCOCRETE 1000. SIKA Corporation 2 6 06/21/2013 01/31/2018 

VISCOCRETE 2100 SIKA Corporation 1 3 02/03/2005 01/31/2018 

WR-91 Euclid Chemical Company 3 6 08/11/2008 01/31/2018 

WRDA-35 W.R. GRACE 2 4 11/14/1997 01/31/2018 

ZYLA 640 W.R. GRACE 3.5 7.0 02/09/2011 01/31/2018 
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